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Physical test  Textile fabric and garment 
Textiles- fabrics -determination of mass per unit area 

using small samples 
BS EN 12127: 1998  

Physical test Textile Fabric and Garment 
textiles - woven fabrics - determination of mass per 

unit length and mass per unit area 
SASO ISO 3801: 2001, Method 

5 
 

Physical test Textile Fabric and Garment 
Methods of testing acrylic blankets 

Clause 7: Determination of Mass per Unit Area 
SASO 999: 1997,  
Excluded Cl. 20 

 

Physical test  Textile fabric and garment    
Textiles — Fabrics — Determination of width and 

length 
SASO ISO 22198: 2015  

Physical test Textile fabric and garment woven fabrics-Determination of linear density of yarn 
removed from fabric 

SASO ISO 7211-5: 2006  

Physical test Textile fabric and garment woven fabrics-Determination of linear density of yarn 
removed from fabric 

ISO 7211-5: 1984  

Physical test Textile fabric and garment Methods of testing cotton knitted fabrics for 
underwear 

SASO 1170: 1997  

Physical test Textile fabric and garment Textile floor-coverings: Determination of number of 
tufts and/or loops per unit length and per unit area 

GSO 537: 1994  

Physical test Textile Fabric and Garment Textile floor - coverings - determination of number of 
tufts and/or loops per unit length and per unit area. 

SASO GSO 537: 1994  

Physical test Textile fabric and garment Standard for the flammability of clothing textiles 16CFR 1610: 2017  

Physical test Textile fabric and garment Standard Test Method for Flammability of Apparel 
Textiles 

ASTM D 1230: 2017  

Chemical Test Textile Fabric and Garment 
Textiles -- Quantitative chemical analysis 

Part 1: General Principles of testing 
SASO ISO 1833-1: 2007  


