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tear  
resistance — Part 1: Constant rate of tear methods 

B 

ISO 4674-1: 2016 Method B  

Mechanical Test 
Leather & Leather Products  

Containing other 
Accessories 

Leather — Physical and mechanical tests — 
Determination of tear load — Part 2: Double edge tear 

ISO 3377-2: 2016  

Leather — Physical and mechanical tests — 
Determination of tear load — Part 2: Double edge tear 

SASO ISO 3377-2: 2007  

Test Method for Slit Tear Resistance of Leather ASTM D2212: 2015  

Tear strength - Baumann method Ref. SATRA TM 162:2017  

Determination of tear strength of the upper, lining 
and/or tongue 

ISO 20344: 2011, Cl. 6.3  

ISO 20345: 2011, Cl. 5.4.3  

ISO 20346: 2014, Cl. 5.4.3  

ISO 20347: 2012, Cl. 5.4.3  

SASO ISO 20344: 2014, Cl. 6.3  

SASO ISO 20345: 2014, Cl. 5.4.3  

SASO ISO 20346: 2007, Cl. 5.4.3  

SASO ISO 20347: 2014, Cl. 5.4.3  

Mechanical Test 
Leather & Leather Products  

Containing other 
Accessories 

Footwear - Test methods for uppers, lining and insocks 
– Steam strength 

ISO 17697: 2016 Method B  

SASO ISO 17697: 2006 Method 
B 

 

Measurement of the strength of stitched seams in 
upper and  

lining materials 
Ref. SATRA TM 180: 2016  


