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Determination of electrical resistance  
(Conductive Footwear, Antistatic Footwear) 

ISO 20347: 2012, Cl. 6.2.2  

Determination of electrical resistance  
(Conductive Footwear, Antistatic Footwear) 

SASO ISO 20344: 2014, Cl.5.10 
wet  

conditions excluded 

 

Determination of electrical resistance  
(Conductive Footwear, Antistatic Footwear) SASO ISO 20345: 2014, Cl.6.2.2  

Determination of electrical resistance  
(Conductive Footwear, Antistatic Footwear) SASO ISO 20346: 2007, Cl.6.2.2  

Determination of electrical resistance  
(Conductive Footwear, Antistatic Footwear) SASO ISO 20347: 2014, Cl.6.2.2  

Mechanical Test 
Leather and Leather Product  
Footwears, Sandal Products  

materials 

Determination of impact resistance ISO 20344: 2011, Cl.5.4  

Determination of impact resistance ISO 20345: 2011, Cl.5.3.2.3  

Determination of impact resistance ISO 20346: 2014, Cl.5.3.2.3  

Determination of impact resistance SASO ISO 20344: 2014, Cl.5.4  

Determination of impact resistance SASO ISO 20345: 2014, 
Cl.5.3.2.3 

 

Determination of impact resistance SASO ISO 20346: 2007, 
Cl.5.3.2.3 

 

Mechanical Test 
Leather and Leather Product  
Footwears, Sandal Products  

materials 

Determination of insulation against heat 
 

ISO 20344: 2011, Cl.5.12  

ISO 20345: 2011, Cl.6.2.3.1  

ISO 20346: 2014, Cl.6.2.3.1  

ISO 20347: 2012, Cl.6.2.3.1  


