
S.No Discipline / Group Materials or Products tested Component, parameter or
characteristic tested / Specific
Test Performed / Tests or type
of tests performed

Test Method
Specification
against which tests
are performed and /
or the techniques /
equipment used

2166 CHEMICAL- TEXTILE
(WOVEN & NON
WOVEN)

Textile & Textile Products Dimensional Stability to Washing ISO 6330: 2012

2167 CHEMICAL- TEXTILE
(WOVEN & NON
WOVEN)

Textile & Textile Products Fabric and Garment odour SNV 195651: 1968,
GB/T18401 Sec 6.7:
2010,GC-SOP-017,
Issue No-01, Issue
Date-12/03/2018: 2018

2168 CHEMICAL- TEXTILE
(WOVEN & NON
WOVEN)

Textile & Textile Products Fiber analysis Quantitative by
Mechanical separation

SASO ISO 1833-1
(Annex B): 2006

2169 CHEMICAL- TEXTILE
(WOVEN & NON
WOVEN)

Textile & Textile Products Fiber analysis Quantitative by
Mechanical separation

AATCC 20A: 2014

2170 CHEMICAL- TEXTILE
(WOVEN & NON
WOVEN)

Textile & Textile Products Fiber analysis Quantitative by
Mechanical separation

ISO 1833-1 (Annex B):
2006

2171 CHEMICAL- TEXTILE
(WOVEN & NON
WOVEN)

Textile & Textile Products Fiber Content AATCC 20: 2013

2172 CHEMICAL- TEXTILE
(WOVEN & NON
WOVEN)

Textile & Textile Products Fiber Content IS 667: 1981

2173 CHEMICAL- TEXTILE
(WOVEN & NON
WOVEN)

Textile & Textile Products Fiber Content Quantitative Analysis AATCC 20A: 2017

2174 CHEMICAL- TEXTILE
(WOVEN & NON
WOVEN)

Textile & Textile Products Mixture of acetate and certain other
fiber (Method Using acetone)

SASO ISO 1833-3:
2007
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