
S.No Discipline / Group Materials or Products tested Component, parameter or
characteristic tested / Specific
Test Performed / Tests or type
of tests performed

Test Method
Specification
against which tests
are performed and /
or the techniques /
equipment used

2620 MECHANICAL-
LEATHER AND
LEATHER PRODUCTS

Outsole Design: Thickness of outsole/ Cleat
height

ISO 20344:2011 clause
8.1.2 SASO ISO
20344:2011 clause
8.1.2 ISO 20345:2011
clause 5.8.1, 5.8.1.1 &
5.8.1.3 SASO ISO
20345:2011 clause
5.8.1, 5.8.1.1 & 5.8.1.3
ISO 20346:2014 clause
5.8.1, 5.8.1.1 & 5.8.1.3
SASO ISO 20346:2004
clause 6.4.2 & 6.4.3
ISO 20347:2012 clause
5.8.1, 5.8.1.1 & 5.8.1.3
SASO ISO 20347:2012
clause 5.8.1, 5.8.1.1 &
5.8.1.3 IS 15298-
1:2015 clause 8.1.2 IS
15298-2:2016 clause
5.8.1, 5.8.1.1 & 5.8.1.3
IS 15298-3:2011
clause 6.4.2 & 6.4.3 IS
15298-4 clause 5.8.1,
5.8.1.1 & 5.8.: 2017

This is annexure to 'Certificate of Accreditation' and does not require any signature.

Laboratory Name GEO CHEM LABORATORIES PVT. LTD., PLOT NO 306, UDYOG VIHAR, PHASE 2,
GURGAON, HARYANA, INDIA
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