
S.No Discipline / Group Materials or Products tested Component, parameter or
characteristic tested / Specific
Test Performed / Tests or type
of tests performed

Test Method
Specification
against which tests
are performed and /
or the techniques /
equipment used

2628 MECHANICAL-
LEATHER AND
LEATHER PRODUCTS

Upper / Lining /Tounge Abrasion resistance (Martindale) ISO 20344:2011 clause
6.12 SASO ISO
20344:2011 clause
6.12 ISO 20345:2011
clause 5.5.2 & 5.7.4.2
SASO ISO 20345:2011
clause 5.5.2 & 5.7.4.2
ISO 20346:2014 clause
5.5.2 & 5.7.4.2 SASO
ISO 20346:2004 clause
5.5.2 & 5.7.4.2 ISO
20347:2012 clause
5.5.2 & 5.7.4.2 SASO
ISO 20347:2012 clause
5.5.2 & 5.7.4.2 IS
15298-1:2015 clause
6.12 IS 15298-2:2016
clause 5.5.2 & 5.7.4.2
IS 15298-3:2011
clause 5.5.2 & 5.7.4.2
IS 15298-4:2017
clause5.5.2 & 5.7.4.2
BS EN 13520:2002
ISO 17704:2004
SATRA TM 31: 2014

2629 MECHANICAL-
LEATHER AND
LEATHER PRODUCTS

Upper / Lining /Tounge Breaking strength of leather and
Synthetic material

ISO 17706:2003 SASO
ISO 17706:2003
SATRA TM 29:2017
ASTM D2208: 2016
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