
S.No Discipline / Group Materials or Products tested Component, parameter or
characteristic tested / Specific
Test Performed / Tests or type
of tests performed

Test Method
Specification
against which tests
are performed and /
or the techniques /
equipment used

585 CHEMICAL-
HAZARDOUS &
RESTRICTED
CHEMICALS

Food ware Article (Coated /Plastic)/
Polypropylene (PP) and
Polyethylene (PE)/ Polyethylene
terephthalate (PET)/ Melamine/
Polycarbonate (PC)/ Epoxy/
Polyvinyl Chloride (PVC)/
Polyurethane (PU)/ Polystyrene/
Feeding Bottle with Teats/ Thermo
Flask/ Soother/ Melamine Product/
Tableware (Ceramic ware & Glass
ware)/ Ceramics & Glass(Flatware/
Small Hallow ware/ Large Hollow
ware/ Storage Hollow ware/ Cups
and Mugs/ Cooking Ware)

Total Content of Impurities: Copper UAE.S GSO 1008:
1998

586 CHEMICAL-
HAZARDOUS &
RESTRICTED
CHEMICALS

Food ware Article (Coated/Plastic) Over all Migration EU-10/2011, IS
9845:1998 (RA 2010),
EN 1186-9:2002
(Article filling method),
EN 1186-14:2002
(Substitute tests) EN
1186-13:2002 (At high
temperature) EN 1186-
2:2002 (Total
immersion method), EN
1186-3: 2002
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