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S.No Discipline / Group Materials or Products tested

Component, parameter or
characteristic tested /

Specific Test Performed /
Tests or type of tests

performed

Test Method Specification
against which tests are
performed and / or the
techniques / equipment

used

3314 MECHANICAL- LEATHER
AND LEATHER PRODUCTS Canvas Shoe, Rubber Sole Adhesion Tester IS 3735:1996 Clause 4.4 Re

3315 MECHANICAL- LEATHER
AND LEATHER PRODUCTS Canvas Shoe, Rubber Sole Ageing Test (Table 5)-

Elongation at Break IS 3735:1996 Clause 4.1.6.2 Re

3316 MECHANICAL- LEATHER
AND LEATHER PRODUCTS Canvas Shoe, Rubber Sole Ageing Test (Table 5)-Tensile

Strength IS 3735:1996 Clause 4.1.6.2 Re

3317 MECHANICAL- LEATHER
AND LEATHER PRODUCTS Canvas Shoe, Rubber Sole Binding Material(Table 2)-

Width IS 3735:1996 Clause 4.1.3 Re

3318 MECHANICAL- LEATHER
AND LEATHER PRODUCTS Canvas Shoe, Rubber Sole Breaking Load IS 3735:1996 Clause 4.1.3 Re

3319 MECHANICAL- LEATHER
AND LEATHER PRODUCTS Canvas Shoe, Rubber Sole Consolidation Test IS 3735:1996 Clause 4.5 Re

3320 MECHANICAL- LEATHER
AND LEATHER PRODUCTS Canvas Shoe, Rubber Sole Construction IS 3735:1996 Clause 4.3 Re

3321 MECHANICAL- LEATHER
AND LEATHER PRODUCTS Canvas Shoe, Rubber Sole Drill Breaking Load IS 3735:1996 Clause 4.1.1 Re

3322 MECHANICAL- LEATHER
AND LEATHER PRODUCTS Canvas Shoe, Rubber Sole Eyelet: Thickness IS 3735:1996 Clause 4.1.4 Re

3323 MECHANICAL- LEATHER
AND LEATHER PRODUCTS Canvas Shoe, Rubber Sole Laces: Length IS 3735:1996 Clause 4.1.5 Re

3324 MECHANICAL- LEATHER
AND LEATHER PRODUCTS Canvas Shoe, Rubber Sole Marking IS 3735:1996 Clause 5.2 Re

3325 MECHANICAL- LEATHER
AND LEATHER PRODUCTS Canvas Shoe, Rubber Sole Mass IS 3735:1996 Clause 4.6 Re

3326 MECHANICAL- LEATHER
AND LEATHER PRODUCTS Canvas Shoe, Rubber Sole

Rubber Component (Table 4)-
Change in Initial Hardness after
Ageing

IS 3735 Clause 4.1.6.1 Re

3327 MECHANICAL- LEATHER
AND LEATHER PRODUCTS Canvas Shoe, Rubber Sole Rubber Component (Table 4)-

Compression Set IS 3735 Clause 4.1.6.1 Re

3328 MECHANICAL- LEATHER
AND LEATHER PRODUCTS Canvas Shoe, Rubber Sole Rubber Component (Table 4)-

Elongation at Break IS 3735 Clause 4.1.6.1 Re

3329 MECHANICAL- LEATHER
AND LEATHER PRODUCTS Canvas Shoe, Rubber Sole Rubber Component (Table 4)-

Flexing Resistance IS 3735 Clause 4.1.6.1 Re

3330 MECHANICAL- LEATHER
AND LEATHER PRODUCTS Canvas Shoe, Rubber Sole Rubber Component (Table 4)-

Hardness IS 3735 Clause 4.1.6.1 Re

3331 MECHANICAL- LEATHER
AND LEATHER PRODUCTS Canvas Shoe, Rubber Sole Rubber Component (Table 4)-

Relative Density IS 3735 Clause 4.1.6.1 Re


